Submissions for technical Program

Subject to Change

A NEW APPROACH TO TANNING – AN UNCONVENTIONAL ATTEMPT by Harro Traeubel, Retired Bayer AG,  Leverkusen, Germany, John Arthur Wilson Memorial Lecturer
INFRARED DRYING: LEATHER FINISHING APPLICATION by Sergio Alonso Romero, Jöns Sanchez, Fernando Taracena, and Roberto Zitzumbo,  CIATEC, Mexico   
LUBRICATION OF LEATHER WITH MIXTURES OF POLYETHYLENE GLYCOL AND OIL by C.K. Liu and N.P. Latona, United States Department of Agriculture, Eastern Regional Research Center, Wyndmoor, PA

THE IMPACT OF SEBACEOUS GREASE ON THE LEATHER INDUSTRY by D.A. Langridge, Amanda Long, and V. L. Addy, BLC Leather Technology Centre Ltd., UK

RAPID OXIDATIVE DEHAIRING: DEGRADATION OF HAIR, KERATIN, AND CYSTINE by W.N. Marmer and R.L. Dudley, United States Department of Agriculture, Eastern Regional Research Center, Wyndmoor, PA

APPLICATIONS FOR COLLAGEN DISPERSIONS by Gennaro J. Maffia, Donna M. Stauffer, and Megan E. Winkelman, Department of Chemical Engineering, Widener University, Chester, PA

THE EFFECT OF ULTRASOUND ON BOVINE HIDE COLLAGEN STRUCTURE by E.M. Brown, United States Department of Agriculture, Eastern Regional Research Center, Wyndmoor, PA, Donna M. Stauffer, Peter Cooke, and Gennaro J. Maffia, Department of Chemical Engineering, Widener University, Chester, PA 

ENGINEERING STUDY OF COLLAGEN GRAFTING by J. Kasala and P. Raschik, Cutisin s.r.o. Jilemnice, Czech Republic, M.M. Taylor, United States Department of Agriculture, Eastern Regional Research Center, Wyndmoor, PA, and K. Kolomaznik, Tomas Bata University in Zlin, Institute of Information Technologies, Zlin, Czech Republic

CONTROL ALGORITHM FOR SOAKING TO MINIMIZE PROCESSING COST AND ACHIEVE HIGH QUALITY FINAL PRODUCT by K. Kolomaznik, Z. Prokopova, and V. Vasek, Tomas Bata University in Zlin, Institute of Information Technologies, Zlin, Czech Republic, and D.G. Bailey, Bailey Consulting, Warminster, PA
APPLICATION OF MOLECULAR TECHNIQUES TO IDENTIFY BACTERIA ISOLATED FROM THE LEATHER INDUSTRY by David Oppong, Stephen D. Bryant, Ravi Rangarajan, Susan Steele, Buckman Laboratories International, Inc., Memphis, TN, and David Radwell and Lori Hyllengren, S.B. Foot Tanning Company, Red Wing, MN
(over)
PREPARATION OF FILLERS FOR LEATHER FROM ENZYMATICALLY MODIFIED COLLAGEN BY-PRODUCTS by M.M. Taylor, L. Bumanlag, W.N. Marmer, and E.M. Brown, United States Department of Agriculture, Eastern Regional Research Center, Wyndmoor, PA

BEAMHOUSE TECHNOLOGY by Wolfgang Glocknitzer, Schill and Seilacher Aktiengesellschaft, Germany
BEAMHOUSE OPERATIONS – HOW TO KEEP QUALITY PROBLEMS AT THE POSSIBLE MINIMUM by Martin Heise and Thomas Feigel, Trumpler GmbH & Co. KG, Worms, Germany

AUXILIARIES IN THE FINISHING PROCESS by Wolfgang Wenzel, LANXESS Deutschland GmbH, R&D Leather, Leverkusen, Germany 

SQUEAK AND RATTLE ELIMINATION by Jerome F. Levy, Stahl USA, Inc., Peabody, MA

THE FUTURE OF AUTOMOTIVE LEATHER – SPECIALITY OR COMMODITY? by Michael Tomkin, Stahl International bv, Waalwijk, The Netherlands

RHEOLOGY MODIFIERS: A TOOL TO IMPROVE FINISHING FORMULATIONS by Brad Hageman, Rohm and Haas Company, Spring House, PA

COMPUTER MODELING OF TYPE (I) COLLAGEN by Lorenz Siggel, BASF Aktiengesellschaft, Ludwigshafen, Germany

TECHNOLOGIES FOR UPGRADING LEATHER by Paul Simpson, BASF Aktiengesellschaft, Ludwigshafen, Germany

SOLAR REFLECTIVE LEATHER by Damiano Cracco, TFL Italia SpA, Italy
ADVANCES IN WATER BASED TRANSFER COATING SYSTEMS FOR SPLITS by Ralph Schneider, Marcelo Pasquet, Clariant (Duetschland) GmbH, Germany, and Nicola Modena, Clariant S.p.a, Italy

NEW RETANNING TECHNOLOGY FOR HIGH PERFORMANCE LEATHER by Jurgen Christner, TFL Ledertechnick AG, Basel, Switzerland

UPDATE ON MILLING CONTROL AND OPTIMIZATION by Antonio Galiotto, Erretre SRL, Italy
